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(57) ABSTRACT

Disclosed herein are a light emitting diode including a
plurality of protrusions including zinc oxide and a method
for manufacturing the same. According to an exemplary
embodiment of the present disclosure, the light emitting
diode includes: a substrate; a nitride light emitting structure
disposed on the substrate; and a transparent electrode layer
disposed on the nitride light emitting structure, wherein the
transparent electrode layer includes a plurality of protru-
sions, the plurality of protrusions each have a lower portion
and an upper portion, and a side of the lower portion and a
side of the upper portion have different gradients.

12 Claims, 3 Drawing Sheets
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LIGHT EMITTING DIODE AND METHOD
OF MANUFACTURING THE SAME

PRIORITY CLAIMS AND CROSS-REFERENCE
TO RELATED APPLICATION

This patent document is a continuation-in-part of, and
claims priority and the benefits of, a Patent Cooperation
Treaty (PCT) application number PCT/KR2015/003959,
entitled “LIGHT EMITTING DIODE AND MANUFAC-
TURING METHOD THEREFOR” and filed with the
Korean Intellectual Property Office (KIPO) on Apr. 21,
2015, which further claims priority and benefits of Korean
Application No. 10-2014-0048180, entitled “LIGHT EMIT-
TING DIODE AND MANUFACTURING METHOD
THEREFOR” and filed with the Korean Intellectual Prop-
erty Office (KIPO) on Apr. 22, 2014, the contents of which
are incorporated by reference in their entirety.

TECHNICAL FIELD

The present disclosure relates to a light emitting diode and
a method for manufacturing the same, which has a plurality
of protrusions including zinc oxide.

BACKGROUND

A light emitting diode converts electric energy into light
energy. The light emitting diode can implement various
colors by controlling a composition ratio of compound
semiconductor.

The light emitting diode emits energy corresponding to an
energy gap between a conduction band and a valance band
by a combination of electrons of an n layer and holes of a p
layer when a forward voltage is applied to the light emitting
diode. The energy is mainly emitted in a heat or light form.
In the case of the light emitting diode, the energy is emitted
in the light form.

For example, nitride semiconductor has high thermal
stability and wide band gap energy. As a result, the nitride
semiconductor has received much attention in development
fields of optical devices and high output electronic devices.
In particular, a blue light emitting diode, a green light
emitting diode, an ultraviolet (UV) light emitting diode, and
the like using the nitride semiconductor have been widely
commercialized.

The existing nitride semiconductor has a problem of
non-uniformity of current injection, low heat emission effi-
ciency, low light emission efficiency, etc. Therefore, to use
the light emitting diode including the nitride semiconductor
as a high efficiency light source, the technical development
for maximum internal quantum efficiency, high transparent
ohmic electrode, and improvement in light extraction is very
important. Recently, many studies have been conducted on
improvement in external quantum efficiency by improving
the light extraction efficiency rather than on improvement in
the external quantum efficiency by improving the internal
quantum efficiency.

SUMMARY

Some implementations of the disclosed technology pro-
vide a light emitting diode and a method for manufacturing
the same capable of improving light extraction efficiency.

Some implementations of the disclosed technology pro-
vide a light emitting diode and a method for manufacturing
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the same capable of preventing a surface of the light emitting
diode from being damaged at the time of forming a plurality
of protrusions.

Some implementations of the disclosed technology pro-
vide a light emitting diode and a method for manufacturing
the same capable of effectively controlling a formation of a
plurality of protrusions.

Some implementations of the disclosed technology pro-
vide a light emitting diode and a method for manufacturing
the same capable of effectively forming a plurality of
protrusions by a simple process.

According to an exemplary embodiment of the present
disclosure, a light emitting diode is provided to include: a
substrate; a nitride light emitting structure disposed over the
substrate; and a transparent electrode layer disposed over the
nitride light emitting structure, wherein the transparent elec-
trode layer includes a plurality of protrusions, the plurality
of protrusions each have a lower portion and an upper
portion, and a side of the lower portion and a side of the
upper portion have different gradients.

In some implementations, the transparent electrode layer
can include zinc oxide.

In some implementations, the side of the lower portion
included the plurality of protrusions can be a substantially
vertical surface.

In some implementations, the side of the upper portion
included the plurality of protrusions can have a gradient of
20 to 80° with respect to the substantially vertical surface.

In some implementations, the side of the upper portion
included the plurality of protrusions can have a gradient
continuously decreasing or increasing with respect to the
substantially vertical surface.

In some implementations, a horizontal width of the upper
portion included the plurality of protrusions can be smaller
than that of the lower portion.

In some implementations, the plurality of protrusions
each can generally be a disc shape or a hexagonal prism
shape.

In some implementations, the nitride light emitting struc-
ture can include a first conductive type nitride semiconduc-
tor layer, an active layer, and a second conductive type
nitride semiconductor layer.

According to another exemplary embodiment of the pres-
ent disclosure, a method of manufacturing a light emitting
diode is provided. The method may comprise forming a seed
layer on a nitride light emitting structure; forming a mask
pattern on the seed layer; forming a plurality of protrusions
by re-growing the seed layer, wherein the plurality of
protrusions each have a lower portion and an upper portion,
and a side of the lower portion and a side of the upper
portion have different gradients.

In some implementations, the seed layer and the plurality
of protrusions can form a transparent electrode.

In some implementations, the transparent electrode can
include zinc oxide.

In some implementations, the side of the lower portion
can be a substantially vertical surface.

In some implementations, the side of the upper portion
can have a gradient of 20 to 80° with respect to the
substantially vertical side.

In some implementations, the upper portion has a hori-
zontal width smaller than that of the lower portion.

In some implementations, the lower portion has a height
same as a thickness of the mask pattern.

In some implementations, the forming of the plurality of
protrusions by re-growing the seed layer can include per-
forming re-growing by a hydrothermal synthesis method.
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In some implementations, the hydrothermal synthesis
method can use a mixed solution of zinc salt and hexam-
ethylenetetramine.

In some implementations, the mask pattern can be formed
using a lift-off technology.

In some implementations, the mask pattern can include
oxides, nitrides, organic matters, or polymer.

In some implementations, the lift-off process can include
forming a mask layer on a photoresist pattern and removing
the photoresist pattern and the mask layer can be formed
using a thermal deposition method, an electron beam depo-
sition method, or a sputter deposition method.

BRIEF DESCRIPTION OF DRAWINGS

FIG. 1 is a cross-sectional view illustrating an exemplary
light emitting diode according to an exemplary embodiment
of the present disclosure.

FIG. 2 is a flow chart illustrating a method for manufac-
turing an exemplary light emitting diode according to an
exemplary embodiment of the present disclosure.

FIGS. 3 to 5 are cross-sectional views illustrating an
exemplary light emitting diode according to a method for
manufacturing a light emitting diode according to an exem-
plary embodiment of the present disclosure.

DETAILED DESCRIPTION

Many research developments have been conducted to
improve the light extraction efficiency. Examples of the
developments include changing a surface structure of the
light emitting diode such as a surface roughness technology,
a photonoic crystal structure technology, etc. The surface
roughness technology includes a process of forming a
roughness pattern including a plurality of protrusions on the
surface of the light emitting diode using dry etching, wet
etching, or the like.

As an example, Korean Patent No. 10-0568830 discloses
a III-nitride semiconductor light emitting device capable of
increasing external quantum efficiency of a light emitting
device by forming protrusions having roughness on an
exposed surface. According to the related art, a plurality of
protrusions are formed on the exposed surface of the III-
nitride semiconductor light emitting device by using a dry
etching method including an ICP method, etc. However, due
to the process of forming the plurality of protrusions by the
dry etching method, the surface of the light emitting diode
can be damaged due to ion bombardment. Further, the
process for forming the plurality of protrusions by the wet
etching method is hard to control an etched degree when the
surface of the light emitting diode is formed of materials
having properties very vulnerable to an acid.

Hereinafter, exemplary embodiments of the present dis-
closure will be described in detail with reference to the
accompanying drawings. It is to be noted that in giving
reference numerals to components of each of the accompa-
nying drawing, like reference numerals refer to like elements
even though the like components are shown in different
drawings. Further, in describing exemplary embodiments of
the present disclosure, well-known functions or construc-
tions will not be described in detail when it is determined
that they can unnecessarily obscure the gist of the present
disclosure. In addition, although exemplary embodiments of
the present disclosure will be described below, the scope of
the present disclosure is not limited thereto, but can be
variously modified by those skilled in the art.
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FIG. 1 is a cross-sectional view illustrating an exemplary
light emitting diode according to an exemplary embodiment
of the present disclosure.

Referring to FIG. 1, a light emitting diode includes a
substrate 10, a first conductive type nitride semiconductor
layer 20, an active layer 30, a second conductive type nitride
semiconductor layer 40, a first electrode 60, a transparent
electrode layer 80, and a second electrode 90. The transpar-
ent electrode layer 80 includes protrusions 85.

The first conductive type nitride semiconductor layer 20,
the active layer 30, and the second conductive type nitride
semiconductor layer 40 can be sequentially disposed on the
substrate 10. The first conductive type nitride semiconductor
layer 20, the active layer 30, and the second conductive type
nitride semiconductor layer 40 can form a nitride light
emitting structure. The first conductive type nitride semi-
conductor layer 20, the active layer 30, and the second
conductive type nitride semiconductor layer 40 can be each
made of or include gallium nitride-based compound semi-
conductor materials, that is, (Al, In, Ga)N. In particular, the
active layer 30 has a composition element and a composition
ratio to emit light having a required wavelength, for
example, ultraviolet rays or blue light and the first conduc-
tive type nitride semiconductor layer 20 and the second
conductive type nitride semiconductor layer 40 can have a
band gap greater than that of the active layer 30.

Further, the first conductive type nitride semiconductor
layer 20, the active layer 30, and the second conductive type
nitride semiconductor layer 40 can be controllably or con-
tinuously grown using metal organic chemical vapor depo-
sition (MOCVD), molecular beam epitaxy, hydride vapor
phase epitaxy (HVPE) technologies, or the like. A thickness
of a nitride light emitting structure including the grown
semiconductor layers 20, 30, and 40 can range from 5 to 10
pm.

Here, the first conductive type nitride semiconductor layer
20 and the second conductive type nitride semiconductor
layer 40 are an N type and a P type, respectively or vice
versa. In the gallium nitride-based compound semiconductor
layer, an N type semiconductor layer can be formed by
doping impurities, for example, silicon (Si) and a P type
semiconductor layer can be formed by doping impurities, for
example, magnesium (Mg).

The first conductive type nitride semiconductor layer 20
and/or a second conductive type nitride semiconductor layer
40 can have a single layer structure as described above, or
a multi-layer structure. Further, the active layer 30 can have
a single quantum well structure or a multi-layer quantum
well structure.

Further, a buffer layer (not illustrated) can be interposed
between the semiconductor layers 20, 30, and 40 and the
substrate 10, prior to forming the first conductive type
nitride semiconductor layer 20. The buffer layer can be
formed to relieve a lattice mismatch between the substrate
10 and the first conductive type nitride semiconductor layer
20 which will be formed thereon.

A transparent electrode layer 80 can be formed on the
second conductive type nitride semiconductor layer 40. The
transparent electrode layer 80 includes a plurality of protru-
sions 85. The transparent electrode layer 80 and the plurality
of protrusions 85 formed in the transparent electrode layers
80 can include zinc oxide. The plurality of protrusions 85
included in the transparent electrode layer 80 can be re-
grown by a hydrothermal synthesis method which will be
described below.

Each of the plurality of protrusions 85 can include a lower
portion and an upper portion. A side of the lower portion and
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a side of the upper portion which are included in the
protrusion 85 can have different gradients. The side of the
lower portion included in the protrusion 85 can be a sub-
stantially vertical. In this case, the side of the lower portion
included in the protrusion 85 has no gradient with respect to
a substantially vertical surface. y,,; The substantially ver-
tical surface can mean a surface substantially vertical to a
lower surface of the transparent electrode layer 80 or an
upper surface of the second conductive type nitride semi-
conductor layer 40. Further, the side of the upper portion
included in the protrusion 85 can have a gradient of a range
0120 to 80° with respect to the substantially vertical surface.
A horizontal width of the lower portion included in the
protrusion 85 can be smaller than that of the upper portion.
That is, when the side of the upper portion has a gradient and
the side of the lower portion is a substantially vertical
surface, the horizontal width of the upper portion included
in the protrusion 85 can be smaller than that of the lower
portion. When viewing the protrusion 85 from the top, the
protrusion 85 can be or include a circular shape or a
polygonal shape. Further, the protrusion 85 can generally
have a disc shape or a polygonal prism shape including a
hexagonal prism shape. However, a shape of the protrusion
85 is not limited thereto and other implementations are also
possible.

According to the exemplary embodiment of the present
disclosure, when viewing the protrusion 85 from the side,
the lower portion is viewed as a rectangular shape and the
upper portion is viewed as a triangular shape, but the shapes
of the lower portion and the upper portion included in the
protrusion 85 are not limited thereto and other implemen-
tations are also possible. Therefore, the upper portion of the
protrusion 85 can be or include a trapezoidal shape including
a flat upper surface.

Further, the side of the upper portion included in the
protrusion 85 can have a gradient continuously increasing or
decreasing with respect to the substantially vertical surface.
That is, although not illustrated, when the overall shape of
the upper portion included in the protrusion 85 has a
semi-spherical shape, the side of the upper portion can have
the gradient continuously increasing with respect to the
substantially vertical surface until the side of the upper
portion reaches the top upper end area of the upper portion.
However, the shape of the protrusion 85 is not limited
thereto but can include the case in which at least a portion
of' the side of the upper portion included in the protrusion 85
is a curved surface with respect to the substantially vertical
surface.

The plurality of protrusions 85 can form a predetermined
pattern. The plurality of protrusions 85 can have the same
crystal structure as the transparent electrode layer 80.

The light emitting diode according to the exemplary
embodiment of the present disclosure scatters light emitted
from the active layer 30 through the plurality of protrusions
85 included in the transparent electrode layer 80, thereby
improving the light extraction efficiency.

The first electrode 60 can be formed on one area of the
first conductive type nitride semiconductor layer 20. The
second electrode 90 can be disposed on one area of the
transparent electrode layer 80. The first electrode 60 and the
second electrode 90 are for supplying a current and wire
bonding to the outside and can be made of or include Ti, Al,
Cr, Ni, Au, Ag, Rd, or Ru or a combination of at least two
thereof.

FIG. 2 is a flow chart illustrating a method for manufac-
turing an exemplary light emitting diode according to an
exemplary embodiment of the present disclosure. FIGS. 3 to
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5 are cross-sectional views illustrating an exemplary light
emitting diode according to a method for manufacturing a
light emitting diode.

Referring to FIG. 2, the method for manufacturing a light
emitting diode includes forming a seed layer on a nitride
light emitting structure (S10), forming a mask pattern on the
seed layer (S30), and re-growing the seed layer (S50).

In the forming of the seed layer on the nitride light
emitting structure (S10), first, the first conductive type
nitride semiconductor layer 20, the active layer 30, and the
second conductive type nitride semiconductor layer 40 are
formed on the substrate. The nitride light emitting structure
can include the first conductive type nitride semiconductor
layer 20, the active layer 30, and the second conductive type
nitride semiconductor layer 40. The seed layer 50 can be
formed on the second conductive type nitride semiconductor
layer 40. The seed layer 50 can include zinc oxide (ZnO).
The seed layer 50 can be formed by a deposition process or
a coating process. In detail, a zinc oxide powder can be
evaporated to be deposited on the second conductive type
nitride semiconductor layer 40 or can be directly coated on
the second conductive type nitride semiconductor layer 40 to
form the seed layer 50. Further, the seed layer 50 can be
formed by a thermal deposition method, a pulsed laser
deposition method, a thermal decomposition method, a spin
coating method, a hydrothermal synthesis method, an
organic metal deposition method, or a vacuum deposition
method using an electronic beam.

In the forming of the mask pattern on the seed layer (S30),
referring to FIG. 3, the mask pattern 70 can be formed on the
seed layer 50. The mask pattern 70 can be formed by using
a lift off technology. In some implementations, the mask
pattern 70 can be formed by a photolithography process and
a deposition process. For example, a mask layer is formed on
a photoresist pattern on the seed layer 50 and the mask
pattern 70 can be formed by removing the photoresist
pattern.

A portion of the seed layer 50 can be exposed between the
respective masking elements of the mask pattern 70. Each
masking element included in the mask pattern 70 can have
various shapes, in consideration of a shape and a size of the
zinc oxide structure which will be re-grown on the seed layer
50 of which a portion is exposed. Therefore, the area in
which the seed layer 50 of the mask pattern 70 is exposed
can have an island pattern, etc.

In forming the mask pattern 70, the deposition process can
performed by using spin coating, a thermal deposition
method, an electron beam evaporation method, a sputter
deposition method, or the like. The mask pattern 70 can be
formed of or include oxides, nitrides, organic matters, or
polymer. The mask pattern 70 can be formed of or include
Al,O;, MgO, NiO, ITO, or SiO,.

In the re-growing of the seed layer (S50), referring to FIG.
4, the plurality of protrusions 85 can be formed by re-
growing the seed layer 50 of which the surface is not formed
with the mask pattern 70. The plurality of protrusions 85 can
be grown by the hydrothermal synthesis method. That is,
when the seed layer 50 having the mask pattern 70 formed
on the surface thereof is dipped in an aqueous solution
including Zn and O ions, the Zn and O ions can be adsorbed
to the exposed seed layer 50 to perform nucleation and
growth. That is, the seed layer 50 of which the surface is not
formed with the mask pattern 70 can serve as a seed growing
the plurality of protrusions 85. The plurality of grown
protrusions 85 can be grown along the crystal structure of
the seed layer 50.
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A shape, a diameter, and a length of the plurality of
protrusions 85 can be controlled by changing conditions of
temperature, time, an amount of aqueous solution, a mole
ratio, pH, etc., during the performance of the hydrothermal
synthesis. Therefore, the protrusions 85 having various
diameters, shapes, heights, etc., can be formed according to
purpose. Further, the plurality of formed protrusions 85 can
form a predetermined pattern. Further, the hydrothermal
synthesis aqueous solution includes deionized water, zinc
salt, and hexamethylenetetramine, in which a mole ratio of
the zinc salt and the hexamethylenetetramine can be kept at
2:1 to 1:2. The hexamethylenetetramine serves as a catalyst
to help a fast formation of the protrusions and can continu-
ously supply OH— ion, etc. In addition to the hexamethyl-
enetetramine, urea, ammonia, etc., can be used.

Further, among the hydrothermal synthesis aqueous solu-
tions, a mole concentration of the aqueous solution of the
zinc salt and the hexamethylenetetramine can range from
0.0001M to 1M. When the mole concentration is below
0.0001 M, it is difficult to control a content of the zinc salt
and the protrusions 85 are not formed well and when the
mole concentration exceeds 1 M, source consumption
amount for growing the protrusions 85 is increased and thus
it is difficult to control a shape and a size of the protrusions
85. The zinc salt can be zinc nitrate hexahydrate.

Referring to FIG. 5, after the plurality of protrusions 85
are sufficiently grown between the mask patterns 70, the
mask pattern 70 can be removed. The protrusions 85 accord-
ing to the exemplary embodiment of the present disclosure
can be grown on the seed layer 50 exposed between the
mask patterns 70. The grown protrusions 85 and the seed
layer 50 form the transparent electrode layer. Therefore,
according to the light emitting diode and the method for
manufacturing the same according to the exemplary embodi-
ment of the present disclosure, the protrusion 85 pattern can
be effectively formed on the surface of the light emitting
diode by the simple process without using the dry or wet
etching process. Therefore, the damage of the surface of the
light emitting diode can be prevented and the growth and the
shape of the protrusions 85 formed on the surface can be
easily controlled. Further, the grown protrusions 85 are
combined with the seed layer 50 to form the transparent
electrode layer 85, and therefore the process is more sim-
plified and economical than the process of separately form-
ing the transparent electrode layer and then forming a fine
pattern thereon.

The side of the lower portion and the side of the upper
portion which are included in each of the plurality of
protrusions 85 and have different gradients can be exposed
by removing the mask pattern 70. That is, the lower portion
of the protrusions 85 adjacently grown to the mask pattern
70 has the side which is the substantially vertical surface and
the upper portion of the protrusion 85 grown beyond the
thickness of the mask pattern 70 has an inclined side. That
is, the height of the lower portion of the protrusion 85 can
depend on the thickness of the mask pattern 70.

The side of the upper portion of the protrusion 85 can
have a gradient inclined inwardly. In this case, a horizontal
width of the lower portion of the protrusion 85 can be greater
than that of the upper portion.

Referring back to FIG. 1, after the mask pattern 70 is
removed, the first electrode 60 can be formed on one area of
the first nitride semiconductor layer 20 and the second
electrode 90 can be formed on one area of the transparent
electrode layer 80 on which the plurality of protrusions 85
are not formed.
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The transparent electrode layer included in the light
emitting diode according to the exemplary embodiment of
the present disclosure includes the plurality of protrusions.
Therefore, the scattering occurs in the transparent electrode
layer to improve the external extraction efficiency of light
generated from the active layer.

According to the exemplary embodiment of the present
disclosure, the light emitting diode and the method for
manufacturing the same can improve the light extraction
efficiency of the light emitting diode by forming the plurality
of protrusions on the surface of the light emitting diode.

According to the exemplary embodiment of the present
disclosure, the plurality of protrusions are formed without
using the dry etching method or the wet etching method.
Therefore, it is possible to prevent the surface of the light
emitting diode from being damaged and effectively control
the formation of the plurality of protrusions even when the
surface of the light emitting diode includes the materials
having properties vulnerable to the acid.

Further, according to the exemplary embodiment of the
present disclosure, the light emitting diode and the method
for manufacturing the same can form the pattern including
the plurality of protrusions on the surface of the light
emitting diode by the simple process, which is economical.

Various implementations of the present disclosure has
been described only by way of example hereinabove, and the
present disclosure can be variously modified, altered, or
substituted by those skilled in the art to which the present
disclosure pertains without departing from essential features
of the present disclosure. Accordingly, the exemplary
embodiments disclosed in the present disclosure and the
accompanying drawings do not limit the disclosed technol-
ogy, and the scope of the present disclosure is not limited by
the exemplary embodiments and the accompanying draw-
ings. The scope of the present disclosure should be inter-
preted by the following claims, and it should be interpreted
that all the spirits equivalent to the following claims fall
within the scope of the present disclosure.

What is claimed is:

1. A method of manufacturing a light emitting diode,
comprising:

forming a seed layer on a nitride light emitting structure;

forming a mask pattern on the seed layer;

forming a plurality of protrusions by re-growing the seed

layer,

wherein the plurality of protrusions each have a lower

portion and an upper portion, and

a side of the lower portion and a side of the upper portion

have different gradients.

2. The method of claim 1, wherein the seed layer and the
plurality of protrusions form a transparent electrode.

3. The method of claim 2, wherein the transparent elec-
trode includes zinc oxide.

4. The method of claim 1, wherein the side of the lower
portion is a substantially vertical.

5. The method of claim 4, wherein the side of the upper
portion has a gradient of 20 to 80° with respect to the
substantially vertical side.

6. The method of claim 1, wherein the upper portion has
a horizontal width smaller than that of the lower portion.

7. The method of claim 1, wherein the lower portion has
a height same as a thickness of the mask pattern.

8. The method of claim 1, wherein the forming of the
plurality of protrusions by re-growing the seed layer
includes performing re-growing by a hydrothermal synthesis
method.
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9. The method of claim 8, wherein the hydrothermal
synthesis method uses a mixed solution of zinc salt and
hexamethylenetetramine.

10. The method of claim 1, wherein the mask pattern is
formed using a lift-off technology.

11. The method of claim 10, wherein the mask pattern
includes oxides, nitrides, organic matters, or polymer.

12. The method of claim 10, wherein the lift-off process
includes forming a mask layer on a photoresist pattern and
removing the photoresist pattern, and

the mask layer is formed using a thermal deposition

method, an electron beam deposition method, or a
sputter deposition method.
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